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oM ¥ NIKE Item GB TINT TPU EPM 0.5MM (EXCELLON RECYCLE), #TOT EPe-T -M
£E0d - Description Reflective TPU FILM Color GB CLEAR
MCS NO. -
Tested By S.H.KIM
Vender GB LIGHT
Buyer NIKE
Description GB TINT TPU EPM 0.5MM (EXCELLON RECYCLE), #TOT
Color GB CLEAR
GAUGE, mn 0.45-0.6
WEIGHT, g/m’ 694
TENSILE, A 29.7
2.54cm B 26.6
ELONGATION, A 600 - 750
% _
B 600 - 750
TONGUE TEAR, A 3.3
kg B 2.8
MULLEN BURST, kg/cn N/A
ABRATION, STOLL 1.01b
#TOP WT./FACE N/A
#TOP WT./BACK 6.5 psi
FLEX, BALLY, Cycles 60,000
PLY ADHESION (kg/cm) N/A
DRY: WET:
CROCKING (Dry/Wet)
4.5 4.5
Cotton Nylon Poly Orlon Wool
COLORFASTNESS TO WASH, NIKE 4
4.5 4.5 4.5 4.5 4.5
Cotton Nylon Poly Orlon Wool
COLOR BLEEDING, NIKE 53
DISTILLED WATER 4.5 4.5 4.5 4.5 4.5
SALT SOLUTION
4.5 4.5 4.5 4.5 4.5
MD -
PU NYLEX Polyester Leather Nylon
SOLVENT WICKING 4.5 4.5
COLOR: WHITE:
UV YELLOWING /FADING
3.7
REMARKS

%
alis




